
RROHM MINING CORK' 
MR. ROD MACLEOD 
P.O. POX 485 
DEADUOOD» 8D
57732

Invoice 5 12444> Paee 1

Date t 9-AUG-88

Report Not 098*0674 

Project t BLASTHOLE. 
Reference? NONE LISTED

27 Ar>slusc>3 of Gold 
Subtotal

at t 8.00 t 216.00 
i 216.00 216.00

Sample Preparation
27 Sample* of Assav Prep 
27 Semples of Deeduood Surcharsle 

Subtotal

et I 3.25 « 87.75
at * 0.50 t 13.50

4 101.25 « 101.25

Miscellaneous, Chargee
4Z S.D. STATE SALES TAX 
27. PEADWOOD CITY SALES TAX 

Sub to t a 1

« 2.70
t 1.35

♦ 4.05 4 4.05

Invoice Totalt 321.30 U.S.

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



Geochemical
I>ah Report

Boadar-Clqgj. lac.

12980 West Cedar Dr 
Lakewood. Colorado 80228 
(303) 989-M04

BONDAR-CLEGG



Geochemical

I.ab Report

Bondar-CItgg, Inc.

12980 West Cedar Dr. 
Lakewood, Colorado 80228 
O03)989+#M

BC
BONDAR CLEGG

REPORT! 098-0674 ( COMPLETE REFERENCE INFO: NONE LISTED

client: brohm mining corp. submitted by: R. MACLEOD
project: blasthole DATE PRINTED: t-AtJG-88

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 27 0.002 OPT Fire Assay

SAMPLE TYPES 

D DRILL CORE

NUMBER

27

SIZE FRACTIONS 

2 -150

NUMBER

27

SAMPLE PREPARATIONS NUMBER

Assay Pree 27
Deaducod Surcharge 27

REMARKS*. FINAL RESULTS ARE REPORTED.

REPORT COPIES TO: MR. ROD MACLEOD INVOICE TO*. MR. ROD MACLEOD



Geochemical
Lab Report

Bondar-Clegg, Inc.

12980 Wfesi Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404

BONDAR CLEGG

REPORT! 096-0674 project: blasthole PAGE 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

D2 S-8-5-304 0.009
B2 S-8-5-305 0.014

02 S-8-5-306 0.008
D2 S-8-5-324 0.007
02 S-8-5-336 0.015

02 S-8-5-344 0.012
02 S-8-5-345 0.007
02 S-8-5-346 0.004
02 S-8-5-347 0.007
02 S—8—5-348 0.015

02 S-8-5-349 0.008
02 S-8-5-350 0.013
02 S-8-5-351 0.007
02 S-8-5-356 0.016
02 S-8-5-357 0.023

02 S-8-5-364 0.013
02 S-8-5-365 0.008
02 S-8-5-366 0.008
02 S-8-5-367 0.010
02 S-8-5-368 0.009

02 S-8-5-369 0.010

02 S-8-5-370 0.016
02 S-8-5-371 0.018
02 S-8-5-372 0.011
02 S-8-5-376 0.015



LAB. REPORT NO.

E
/K

3

BCDNDAR-CLEGG INC.

12900 W. CEDAR DR , LAKEWOOD. CO. 0OS2B PHONE: 360-1AOA TELEX: A5-B93

Date Shipped.
lpjll

SAMPLE SHIPMENT NOTICE
Via [;Af.c U'l' □ Prepaid or

# Parcels in Shipment. 

GEOLOGIST'S NAME ______________ PHONE NUMBER _

TOTAL NUMBER OF SAMPLES _J

Tf

□ Collect

9

PROJECT NAME OR NUMBER /, /. ' *

$W f
Simples

Simple Numbers 
(Series)

ELEMENTS TO BE ANALYZED
Cu Pfi Zn Mo Ag CD Ni Co Mn Fe Bi V U W F Au As Hg Sn Sb Ba E spec

Neutron
Activation OCP

Ore
test

JC Cu Pb Zn L ■ A. Cd NI Co Fe Bi V u w F K A: Sn Sh Ba E spec Activation DCP test

\c £ Cu Pb Zn Mo Ag Cd NI Co Mn Fe Si V u w F $ Af. Hg Sn Sb Ba E spec
Neutm.i

Activation DCP
ore
test

D6 A Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F As Hg Sn sn Ba E spec
Neutron

Activation OCP ore
test

VO 'h w.r.-ww Cu Pb Zn Mo Ag Cd NI Co Mn Fe Bi V u w F As Hg Sn Sb Ba E spec
Neutron

Aclivattor DCP ore
test

Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F Au As Hg Sn Sb Ba E spec
Neutroe

Activation OCP
ire
test

*« Pb Zn Mo .A:; Cd Ni Co Mn Fe Bi V u w F Au As Hg Sn Sb Ba E spec Activation OCP
ore
test

Cu Pb Zn MO Ag Cd Ni Co Nn Fe Bi V u w F All As Hg Sn Sb Ba E spec
Neutron

Activation OCP
ore
test

Cu Pb Zn «0 Ag Cd Ni Co Mn Fe Bi V u w F Au As Hg Sn Sb Ba E spec
Neutron

Activation OCP test

Cu Pb Zn Mo Ac Cd NI Co Mn Fe Bi V u w T Au AS Hg Sn Sb Ba E spec
Neutron

Activation OCP
ore
test

Cu Pb Zn Mo *g Cd Ni Co Mn Fe Bi V u w f Au As Hg Sn Sb Ba E spec
Neutron

Activation OCP
ore
test

Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w f Au As Hg Sn Sh Ba E spec Activation OCP test

Cu Pb Zn Mo Aq Cd Ni Co Mn Fe Bi V u w F Aii As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
lest

Cu Pb Zn Mo Ag Cd Nl Co Mn Fe Bi V u w F Au AS Hg Sn Sb Ba E spec
Neuiion

Activation OCP
•test

Cu Pb Zn Mo Ag Cd NI Co Wn Fe Bi V u w F Au As Hg Sn Sb E spec
Neutron

Activation OCP
ore
test

Cu Pb Zn Mo Cd Ni Co Mn Fe B> V u w F Au As Mu Sb Ba E spec
Neutron

Activation OCP
ore
test

Please analyze by
{^3 assay (%, ore grade)

□ geochemical (ppm. trace level)

□ DO NOT ASSAY GEOCHEMICAL OVERLIMITS

methods, the enclosed
□ / prepared

1
unprepared

} samples

COMMENTS_ _
UL '/.//.

ll. Tc

r.
__ llllL. '/ItAL.

COARSE REJECTS
a OISCARD AFTER ANALYSIS COMPLETE
□ RETURN COO AFTER ANALYSIS COMPLETE
□ STORE 60 DAYS-DISCARD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

PLEASE INDICATE SAMPLE DISPOSITION
PULPS

□ DISCARD AFTER ANALYSIS COMPLETE 
S RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 1 YEAR-RETURN COD 
STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

Results.
-□ Invoices

Pulps

o Reiects

□ Results.
□ Invoice.
□ Pulps
□ Reiects.

__r - i-j.
! i f ■ I .X/ i

□ Results -
□ Invoices.
□ Pulps__

_____
□ Reiects.

□ Results.

□ Invoice.
□ Pulps _
□ Rejects.

Whim — L*D Copy ■ P— Indud# With SMpmurt
VWlow — Snmpm Pr»p Copy Pink — CRont'l Copy



R. MACLEOD 29/07/88"TITLE 02-08-88 12:51:16 098-0673 
"CLIENT 8R0HM MINING CORP.

"PROJECT BLASTHOLE ttSAMPLES: 13 REFERENCE: NONE LISTED
"SPECIAL VALUES"
" IS Insufficient Sample"

" -9 No Value Recorded"
" Values above the upper limit are shown as +uplimt"
" Values below the lower limit are shown as -lolmt (ie not detected)

"DETERMINATIONS"
" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"
" 01 FireAu FA OPT 13 0.002 99.999 Results Reported

" 02 CN Au AA E31 OPT 2 0.002 99.999 Results Reported
"SAMPLE PREPS"

" 40 SAMPLE TYPE=0 DRILL CORE II
" 41 P17= 13 Assay Prep II
" 42 P86=> 13 Deadwood Surcharge II
"REMARKS"
" 50 FINAL RESULTS ARE REPORTED. II
II W *r * -*- II
"FORMAT (A8 ,1X. A1,A1,IX,A20,2(IX , A7, Al) )"
"BEGIN " "Type" "Frac" "Sample ID" II FireAu" " CN Au
"06730001" " D " M ^ " "S-8-5—315 ll 0.007 -9
"06730002" "D " M ^ I* "S-8-5-331 II 0.015 0 . 016
"06730003" " D " "2" "S—8—5-332 II 0.010 -9
"06730004" " D " ii 2 H "S—8-5-333 II 0.007 -9
"06730007" " D " 11 2 M "S-8-5-334 II 0.002 -9
"06730008" "0" "2" "S-8-5-335 ll 0.006 -9
"06730009" " D " ii 2 "S-8—5—352 Ii 0.015 0 . 023
"06730010" " D " ii 2 H "S-8—5-353 II 0.002 -9
"06730011" " D " H 2 ii "S-8-5—354 ll 0.006 -9
"06730012" " D " n 2 " "S-8-5-3 5 5 II 0.007 -9
"06730013" " D " 11 2 n "S-8-5-3 7 3 II 0.013 -9
"06730014" " D " "2" "S-8-5-3 7 4 II 0.010 -9
"06730015" " D " " 2 " " S-8-5 —37 5 11 0.012 -9
"END"



BROHM MINING CORF’. 
MR« ROD MACLEOD 
P.O. BOX 485 
DEADWOOB» SD 
57732

Invoice i 12452* P&ste 1 

Date *. 9-AUG-88

Report Not 
Project i 
Reference t

098-0673 
BLASTHOLE 
NONE LISTED

13 Analvsee of Gold 
Subtotal

2 Antilles of Au/Hot Extraction 
Subtotal

Saaiple Preparation
13 Samples of Assay Prep 
13 Saftplet of Deadwood Surcharge 

Subtotal

Mitcellaneoue Charges
4X S.D. STATE SALES TAX 
2X DEADWOOD CITY SALES TAX 

Subtotal

Invoice

at « 8.00 * 104.00
» 104.00 « 104.00

at $ 4.00 t 8.00
$ 8.00 « 8.00

at t 3.25 * 42.25
at 1 0.50 % 6.50

* 48.75 t 48.75

* 1.30
% 0.65
• 1.95 • 1.95

Total ♦4 4 162.70

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



Rondiir-rfcjjg, Inc.

12980 West Cedar Dr 
Lakewood. Colorado 
U S.A. 80228 
Phone: <303)9891404 
Telex 45-603

BONDAR- CLEGG
O

Invoice : 12452r Pase 1
BROHh MINING CORP.
MR* ROD MACLEOD Date : 9-AUG-88
P.0. POX 485
DEADWOOD r SD Report No: 098-0673
57732 Project : BLASTHOLE

Reference: NONE LISTED

13 Analyses of Gold at t 8.00 t 104.00
Subtotal * 104.00 * 104.00

2 Analyses of Au/Hoi Extraction at t 4.00 t e.oo
Subtotal I 8.00 4 8.00

Sample Preparation
13 Samples of Assay Prep at * 3.25 t 42.25
13 Semples of Deadwood Surcharge at * 0.50 « 6*50

Sub total % 48.75 t 48.75

Miscellaneous Charges
4X S.D * STATE SALES TAX 1 1.30
2% PEADU00D CITY SALES TAX * 0.65

Subtotal 1 1.95 « 1.95

Invoice Tote 1 4 ♦ 162.70

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Cotefdo 80228
(303) 989*1404'

BONDAR CLEGG

Geochemical
Lab Report



(rfochemkal 

I,ab Report

Bondar-t'legg, Inc.

12980 Wsi Cedar Dr.

Lakewood, Colorado 80228

(3031989*1404

BONDAR CLfGG

REPORT: 09S-0673 ( COMPLETE ) REFERENCE INFO! NONE LISTED

client: brohm mining corf. SUBMITTED BY! R. MACLEOD
project: blasthole DATE PRINTED: 2-AUG-88

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 FireAu Gold 13 0.002 OPT Fire Assay
2 CN Au Au/Hot Extraction 2 0.002 OPT Cyanide Leach Atonic Absorption

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 13 2 -150 13 Assay Prep 13
Deadwood Surcharge 13

REMARKS: FINAL RESULTS ARE REPORTED.

REPORT COPIES TO! MR. ROD MACLEOD INVOICE TO*. MR. ROD MACLEOD



Geochemical
Lab Report

Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989*1404

BONDARCLEGG

REPORT I 098-0673 project; blasthole page i

SAMPLE ELEMENT FireAu CN Au

NUMBER UNITS OPT OPT

B2 S-8-5-315 0.007
B2 S-S-5-331 0,015 0.016
D2 S-8-5-332 0.010
B2 S-8-5-333 0.007
D2 S-8-5-334 0,002

D2 S-8-5-335 0,006
D2 S-8-5-352 0.015 0,023
B2 S-8-5-353 0.002
D2 S—8-5-354 0,006
B2 S-8-5-355 0.007



LAB. REPORT NO.

B BONDAR-CLEGG INC.

129BO W. CEDAR DR. LAKEWOOD. CO 00228 RHONE: 389-^00^ TELEX: <35-603

Date Shipped.
7 fr'1/M

SAMPLE SHIPMENT NOTICE

______

# Parcels in Shipment.

Via /a // n Prepaid or □ Collect 

TOTAL NUMBER OF SAMPLES
GEOLOGIST'S NAME . / //./A '/fSL^PHONF NIIMBFR '. f 7 * f/^/pRO.IFOT NAME OR NUMBER/'..- / //

Samples
Type 9Samples

Sample NumPert 
(Series)

ELEMENTS TO BE ANALYZED
Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U W F Au As Hg Sn Sb Ba E spec

Neutron
Activation DCP

Ore
test

/ 900^
Cu Pb Zn Mo Ag Cd NI Co Mil Fe BI V u w F T Mg Bn Sb Ba E spec

Neutron
Activation DCP

ore
test

u /
Cu Pb Zn Wo Ag Cd NI Co Mn Fe Bi V u w F y As Hg Sn Sb 8a E spec Activation OCP lest

tc / Cu Pb Zn Mo Cd NI Co Mn Fe Bi V u w F As Hg Sn Sb Ba E spec
Neutron

Aclivatlon DCP ore
lest

LL / f.OTA Cu Pb Zn Mo Ag Cd Ni Co Mn Fe BI V u w F i Hg Sn Sb Ba E spec
Neutron

Activation DCP ore
test

Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi v u w F % As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

jc ■1510*
Cu Pb Zn Vto Afl Cd NI Co Mn Fe Bi V u w F As Hg Sn Sb Ba E spec

Neutron
Activation DCP

ore
test

( SKit 4
Cu Pb Zn vto Ag Cd Ni Co Mn Fe Bi V u w F As Hg Sn Sb Ba E spec

Neutron
Activation DCP

ore
test

TC l v^/44
Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F

f
As Hg Sn Sb Ba E spec

Neutron
Activation DCP test

TC 1 5^4 Cu Pb Zn MO Ag Cd NI Co Mn Fe Bi V u w F As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F

fe
As Hg Sn Sb Ba E spec

Neutron
Activation OCP test

rL 6FK74\VM Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F As Hq Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

ft r
Ls'

Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F i As Hg Sn Sb Ba E spec
Neuiron

Activation DCP
"TO—test

rc Sis- KUA ' f.UA Cu Pb Zn Mo Ag Cd NI Co Mn Fe Bi V u w F As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

✓ M- Pb Zn Mo Cd NI Co Mn Fe BI V J w F .. As Hg Sn Sb Ba E spec
euiron

Activation DCP
ore
test

l ^3 assay (%, ore grade) □ / prepared i
Please analyze by i ► methods, the enclosed < / samples

' □ geochemical (ppm, trace level) □ l unprepared

□ DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS i ____ (_______ *<//ft______ !_____ _________ ' 7 ■ _________ ____ __ Hi___ f____ _

rtc r/t//(/(.c .(l /?/;/ wir____________________________

PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS

T4 DISCARD AFTER ANALYSIS COMPLETE

□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 60 DAYS-DISCARD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

PULPS
□ DISCARO AFTER ANALYSIS COMPLETE 
D--RETURN COD AFTER ANALYSIS COMPLETE

□ STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

fS Results_
O’ Invoices ■ / f //'///, //{//.//•. i*-'r/
£5 Pulps /. /• J '
□ Reiects ,________________________ 1.

/
□ Results
□ Invoice
□ Pulps
□ Rejects

□ Results.
□ Invoices
□ Pulps _
□ Rejects.

□ Results.
□ Invoice.
□ Pulps _
□ Rejects.

Whits — Lab Copy - Ptease Include With Shipment Wllow — Sample Prep. Copy Pink — Client s Copy

.



R. MACLEOD 29/07/88"TITLE 01-08-88 12:55:15 098-0672 
"CLIENT 8R0HM MINING CORP.
"PROJECT BLASTHOLE #SAMPLES: 23 REFERENCE: NONE LISTED
"SPECIAL VALUES"
" IS Insufficient Sample"

" -9 No Value Recorded"
" Values above the upper limit are shown as 
" Values below the lower limit are shown as

"DETERMINATIONS"
" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT
" 01 Au FA
"SAMPLE PREPS"
" 40 SAMPLE TYPE=D
" 41 P17 => 23
" 42 P 8 6= 23
"REMARKS"

OPT 23 0.002 99.999

DRILL CORE 
Assay Prep 
Deadwood Surcharge

50 FINAL RESULTS ARE REPORTED.
M *r * * W II

+uplimt"
-lolmt (ie not detected) 

COMMENTS"
Results Reported "

It

FORMAT (A 8 „ IX » A 3. P A1 , IX , A20,1(IX,A7 . Al) ) "
BEGIN " "Type " "Frac" "Sample ID" " Au
06720001" " Q " M 2 " "S-8-5-0 0 4 II 0.009
06720002" " D " n ^ *• "S —8 —5 — 0 2 4 II 0.010
06720003" " D " H 2 "S-8-5-0 4 4 II 0.015
06720006" " D " "2" "S-8-5—064 II 0.009
06720007" " D " ii 2 n "S —8 —5 — 0 8 4 II 0.004
06720008" " D " M 2 "S-8—5-104 11 0.051
06720009" " D " n 2 " "S—8—5-124 II 0.033
06720010" " D " H 2 m "S-8-5 —14 4 II 0.029
06720011" " D " m 2 " "S —8 —5 — 16 4 II 0.048
06720012" " D " "2" "S —8-5-18 4 II 0.018
06720013" " D " " 2 " "S-8-5-185 II 0.052
06720014" " D " ii 2 " "S-8-5 —2 0 4 II 0.006
06720015" " D " ii 2 " "S—8-5-205 II 0.010
06720016" "D" "2" "S-8-5 —2 2 4 II 0.005
06720017 " " D " n 2 " "S —8-5-2 25 II 0.014
06720018" " D " ii 2 " "S-8 —5 —24 4 II 0.008
06720019" " D " n 2 •• "S-8-5-2 4 5 II 0.012
06720020" "D" ii 2 •• "S-8-5 —2 6 4 It 0.006
06720021" " D " "2" "S-8-5—265 II 0.015
06720022" " D " n 2 " "S-8-5 —2 66 II 0.015
06720023" " D " "2" "S—8-5-284 II 0.016
06720024" M Q M "2" "S-8-5—285 II 0.012
06720025"
END"

" D " ii 2 "S—8—5—286 II 0.017



BROHM MINING CORP. 
MR. ROD MACLEOD 
P.O. BOX 485 
DEADWOOD» SD 
57732

Invoice l 12443f Paae 1

Date 9-AUG-88

Report NoJ 098-0672 
Project : BLASTHOLE 
Reference? NONE LISTED

23 Analyses of Gold 
Subtotal

at * 8.00 $ 184.00
t 184.00 184.00

Sample Preparation
23 Samples of Assay Prep 
23 Samples of Deadwood Surcharge 

Subtotal

at $ 3.25 * 74.75
at » 0.50 % 11.50

% 86.25 ♦ 86.25

Miscellaneous Charges
4% S.D. STATE SALES TAX 
2% DEADWOOD CITY SALES TAX 

Subtotal

* 2.30
♦ 1.15
% 3.45 ♦ 3.45

Invoice Total► * 273.70 U.S.

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



* I

hftOHH HINI NO CORP . 
MR. ROD MACLEOD 
P.O. POX *<85 
DEADWOOD. SO 
57732

Invoice 12443. Past/ 1

Date 9-AUQ-88

Report No: 098-0672 
Project PLASTHOLF 
Reference! NONE LISTED

23 Analyse* of Gold 

Sub to tal

Saur lt> Preparation
23 Samples of Assay Prep 
23 Samples of Deadwood Surcharge 

Subtotal

at t 8.00 t 184.00 
♦ 181.00 184.00

at % 3.25 t 
Et t 0.50 >

«

74.75 
11.50
86.25 ♦ 86.25

Miscellaneous Chorees
4X S.D. STATE SALES TAX 
25£ DEADWOOD CTTY SALES TAX 

Subtotal

i ?. 30
♦ 1.15
• 3.45 * 3.45

Invoice Totalt ♦ 273.70 U.S.

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



Geochemical
Lab Report

Bnndar-Orgg. Inr.

13)80 West Cedar Dr 
l-akrwood, Colorado 80228 
(303) 9R9-MC4 *

BONDAR-QfGG



(rfochemical 

La h Report

Bondar-Clegg, Ini'.

12980 Ws) Cedar Dr 
Lakewood, Colorado WI228 
(303) 989-1401 «

BONDAR CLEGG

REPORT: 098-0672 ( COMPLETE ) REFERENCE INFO: NONE LISTED

client: brohm mining corf. SUBMITTED BY: R. MACLEOD
PROJECT: BLASTHOLE DATE PRINTED! l-AUG-88

NUMBER OF LOWER

ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 23 0.002 DPT Fire Assas

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 23 2 -150 23 Assas Prep 23
Deaduood Surcharge 23

remarks: final results are reported.

REPORT COPIES TO: MR. ROD MACLEOD INVOICE TO: MR. ROD MACLEOD




